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Sample Name: Laminated busbar
AL B B SR AR A

Applicant: Hangzhou Juehao Technology Co., Ltd.

oo ke WL T AL
Address:  Yuhang District, Hangzhou City, Zhejiang Province
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SuZhou Unifaith Testing Technical Service CO., LTD
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(Material) Copper
FE it 24 FR & A
(Sample Name) Laminated busbar Far 24 53] TR
(Test Commissioned
Classification) inspection
v | POMEERECARA
\ Hangzhou Juehao
éﬁi (Name) Technology Co., Ltd. R B /
] WL B T R IX (Manufacturer)
(Client) Huhk .
(Add) Yuhang District, Hangzhou
City, Zhejiang Province
BB FoRs
/ (Sample 1 Pcs
(Sample Model) .
Quantity)
> H = B H
ekr HA 2019. 03. 08 e H Y] 2019. 04. 03
(Rec. Date) (Due. Date)
FE it i I8 FE it S0 6 0F
(Sample Description) The sample looks good
[ECrasE: BARUFAEE, ESHNAEE K
(Equipment) For more information, see the test results table
or il 4518 I 25 RS 2R

(Test Result)

The test result meets the requirement

it 125 X6 7 V2 ) U )

(Deviation Test /
Method)
H/iE
(Note)
5
%ol %%%ﬁ W )
(Prepared By): (Reviewed By):
sekskekok f35 S kokokokok

TR IR IE MR B AR 55 IR A F

Suzhou Unifaith Testing Technical Service Co., LTD
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Test result summary table

Fe R TRE) i i 5 o A 4 LRIIEEEZS A
No Sample No Test items Test basis Test results Judge
_ - FAEIA LIS FEIEE 5 L
|| 1Z7C-201903-011 | A AL GB/T 2423.22-2012 WS 5 7 b
a4 Thermal cycle test See page 5
H/iE
Remarks

“PY R ¢ WMIRESRTTEER” , P Fon CWlIREIRAT AR

"P" means "the test result meets the requirement”,"F" means "the test result does not meet
the requirement”

“N7FoR “EORAEM TR, =7 R CulBREE RN .

"N" means "the requirement does not apply to the product”,”-" means "test results are
not evaluated."
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Test items: Thermal cycle test

(1) PR
Test Equipment:

e % R B 5 G 2&@%&
No. Name Model Number

validity period

PROF R AR R I

1 Rapid temperature change TU410-5 LZ/S007 2019/04/02
damp heat test chamber
A ETA YA RF W e
2 Digital display withstand RK2671CM LZ/S043 2019/04/20
voltage tester
3 B A JZF-10 LZ/X107 2019/06/11
Pulse generator
AN/&
4 - DP04104 LZ/X108 2019/0322
Oscilloscope / 032
MRAN
5) LCR M X 4263B LZ/X109 2019/05/11
LCR tester

(2) SEREIREHRAMF: Z: 23.2°C, B)F: 51%RH)

Laboratory environmental conditions: Temperature: 23.2°C , humidity: 51% (RH)

(3) 2% trdE: GB/T 2423.22-2012 MIHALEE 2 70 KI5k Wi N R
Ak,

Reference standard: GB/T 2423.22-2012 Environmental testing - Part 2: Test methods
Test N: Temperature change

(4) FER%KM: EARIEEE N-40CHE 2h, HEEEAN 105CHE 2h, HEMHR
100 MG .
Temperature conditions: It was placed at -40°C for 2 h, at 105°Cfor 2 h, the above was 1
cycle, and the number of cycles was 100 cycles.
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(5) HHEK:

WA %5: LZTC-JB-201903-011-05 TR 5

SMRESR: A5, FESAREA IR YR, Ak, o B, E4PR,
BEHERDOGIE-FEE. TohkiE. AL, B8%5F. LBl o4,
i R A Kk . AC2500V (50Hz) , IRHEVRE N 10mA, 1E# & Mt R A X s FL I
k38 Imin, TN . TdiFE. LRI,
JR RO R SRR R L 4R H R KT 1200V BT, IR LA ZE 10PC A

T
Testing requirements:

Appearance requirements: After the test, the sample should not have obvious scratches,
bumps, stains, burrs, oxidation, the busbar should be smooth and flat, no residue, pores,
neat edges, no burrs, no gaps;
Withstand voltage test requirements: AC2500V (50Hz), leakage current value is 10mA,
test for 1min under the specified withstand voltage value and leakage current, no
flashover, no breakdown, no arcing phenomenon;

Partial discharge requirements: When the partial discharge starting voltage is greater than
1200V, the measured charge is below 10PC.

(6) WPMLER: WF

Test results: as follows

FEf 5 SEIGEE R PR
Sample No. Experimental results judge
RS, FEmEERIR. @k 5. B
MG, BHEEN IR, ok, SFL, B5sh
B LA To4ER: W R A K R
LZTC-201903-011 BREER,
At After the test, the sample has no obvious scratches, P
bumps, stains, burrs, oxidation, the busbar should be
smooth and flat, no residue, pores, neat edges, no burrs,
no gap; pressure test meets the requirements; partial
discharge meets the requirements.
HE
Remarks

TR IR IE R BAR 5547 R 24 7]
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Test picture:
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Testing
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After pressure test
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UNEWEPE Rl GCERTIEN

Partial discharge confirmation after test

MWXJ5
After testing

sokstokk R T 4 TR skekokekok
sofoksok End sekskskok

TR IE DA AR IR S5 A BR A 7 VL7545 B i [FJ9-#% 36 5 No.36 Tongzhou Road,Kunshan,Jiangsu Province , China
SuzZhou Unifaith Testing Technical Service Co., LTD Hifi/Tel: 86-0512-57278765 {4 F/Fax: 86-0512-57278765 WWW.uftesting.com




UFT E?i E;}EQE‘E 545 LZTC-JB-201903-011-05 W% H 9
Notice Items

L RELEARAFHELR, BTRAERE NS,

The test report is invalid without the official stamp of UFT; the electronic version of the
report for your reference;

2. RERAFBHEHFIE, AFEHHEHIAR S

Any photocopies or part photocopies of the test report are forbidden without the written
permission from UFT,;

3. RkELGE]. WL, HEANSL TR

The test report is invalid without the preparation of Approval and Reviewer;

4. Wl BEATHIM R

Alter,add or delete itself is invalid;

5. XARIGHR A R T THCEAR S 2 B TR A R 56 B B
Obijections to the test report must be submitted to UFT within 15 days;

6. ZFCR IR RO TR IR A R

Commission test is responsible for the tested samples only.
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